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Cast Aluminum 6063

Testing Parameters

Strain Rate (1/sec.) Temperature (deg. C) Graph Number Page Number

0.01 300 66318 2
0.01 420 66317 3
0.01 540 66321 4

0.01 Combination 66322 5
0.1 360 66315 6

1.0 300 66314 7
1.0 420 66309 8

1.0 480 66316 9
1.0 540 66313 10
1.0 300,420,540 66323 11

5.0 360 66301 12
5.0 480 66302 13

5.0 Combination 66324 14
12.0 300 66304 15

12.0 420 66303 16
12.0 540 66307 17

12.0 Combination 66325 18
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GRAPH NO: 66323
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GRAPH NO: 66307
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